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ABSTRACT 

Lignin is a high-volume farm waste and environmental hazard of paper and pulp 

industries. To promote the utilization of its rich aromatic units into important chemicals 

and fuels, efforts were intensively made to breakdown lignin structure with a variety of 

depolymerization processes involving heating, solvent, and catalysts or their 

combination. Among those processes, ethanolysis in supercritical conditions shows 

promising performance for its high lignin conversion and little char formation. To 

improve the yield and selectivity of aromatics, particularly phenols, we examined the 

important roles of acidity and pore structure of different zeolite catalyst play in this 

process. Zeolites with close micropores and acidity defined by their crystal structures 

including Beta, Y, and ZSM-5 were first examined. Zeolites with the same microporous 

structure but different acidic strength caused by various H-type sites were further 

evaluated. Comparisons were further made between HZSM-5 and HY zeolites with 

unique mesoporous structures and their counterparts with exclusive micropores. Despite 

the complexity of lignin depolymerization and its greatly diversified products, strong 

acidity was found effective to cleave both the C-O-C and C-C linkages on lignin structure 

to receive more phenols while mild acidity works mainly in ether bond breakdown. When 

the diffusion issues of gigantic lignin intermediate and monomer products are severe 

(e.g., in microporous zeolites), overall yield and selectivity of lignin depolymerization 

products fall and the pore size of catalyst becomes dominant between the two key factors. 

Like in many petrochemical reactions involving bulky molecules, hierarchical pore 
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structure also is important to promote mass transport and increase the exposure and 

utilization of acidic site inside zeolite catalysts. At the presence of mesopores in zeolites, 

their pore configuration is less sensitive when comparing with the acidity to decide the 

yield and selectivity to phenols of C8-C11. These findings provide important guidelines on 

the selection and design of zeolites with appropriate acidity and pore structure to 

facilitate lignin depolymerization or other cracking processes. 

The products of lignin depolymerization are a mixture of various organic 

compounds including alcohols, ester, phenols, and other large hydrocarbons with high 

oxygen content (up to 40 wt.%), poor thermal stability, and low heating values (16-19 

mJ/kg), insuitable to serve as alternative or replacement to fossil fuel. Hydrotreating step, 

a classic refinery process to remove oxygen and other unwanted elements in oil by adding 

hydrogen, is often suggested for the upgrading of bio-oil to increase its C/O ratio, 

improve its energy density, stability, as well as other required fuel properties. We 

successfully synthesized new mesoporous zeolites, Meso-ZSM-5, via solid-state 

crystallization of dry aluminosilicate nanogels. Palladium was further loaded on these 

zeolites to form a bi-functional catalyst (Pd/Meso-ZSM-5). When used in the 

hydrodeoxygenation of guaiacol, a major lignin depolymerization compound, Pd/Meso-

ZSM-5 exhibits superior guaiacol conversion and product distribution when compared 

with those supported on conventional microporous ZSM-5 counterparts. This is attributed 

to the improved diffusion and accessibility of active sites inside Meso-ZSM-5 with its 

unique hierarchically porous structure formed through neighbor nanocrystals connecting 

at edges. Ring saturated hydrocarbons are largely produced at 200 °C when 

hydrogenation dominates while alkaylated aromatics become major HDO products as 
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deoxygenation becomes favorable at 250 °C. Unlike the disappointing conversion and 

severe coking issue over many HDO catalysts, this catalyst shows excellent anti-coking 

performance at various temperature conditions. These encouraging results demonstrated 

the great potential of Pd/Meso-ZSM-5 catalyst in bio-oil upgrading processes and may 

ignite the wide use in emerging renewable energy fields as well as many other reactions 

in traditional fossil fuel industrials. 
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CHAPTER 1 

 

INTRODUCTION 
 

1.1 Research Problems 

1.1.1 Biomass, Bio-oil, and Bioenergy 

As a future means of securing the energy supply, depolymerization of biomass 

has growing worth (Singh, S. et al., 2014).  It allows for reduction of fossil fuel 

emissions, provides a source of platform chemicals and supports the rural economy while 

reducing fossil fuel CO2 emissions.  First generation fuels and chemicals for this are high 

value sugars and oils.  Second generation fuels and chemicals are in development, and are 

based on a cheaper source, lignocellulosic feedstock.  The cell wall is composed of 

cellulose, hemicellulose, and lignin, with lignin being of primary importance.  Lignin is 

amorphous, aromatic, and insoluble in water.  It is a three-dimensional heterogeneous 

cross-linked polymer with low viscosity.  It is very hard to isolate lignin from 

ligninocellulose due to its complex nature and must be modified to do so.  Because lignin 

has reactions of carbon centered radicals leading to formation of new carbon-carbon 

linkages and thus char formation, it shows a refractory behavior towards conversion to 

low molecular weight compounds that can be used as starter chemicals and fuel additives. 
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1.1.2 Lignin Depolymerization 

To separate lignin from the lignocellulosic biomass and further depolymerize it 

into a useable form to produce different biofuels and bioproducts various methods have 

been developed.  Lignin depolymerization breaks down the complex aromatic structures 

into simple compounds that can be used to make commercially important chemicals and 

biofuels. Lignin depolymerization can be done by several chemical methods.  Those are 

thermal (e.g., pyrolysis, gasification), chemical (hydrogenolysis, ethanolysis, oxidation, 

combustion) and thermochemical processes (combustion), depending upon what type of 

lignin, which method uses depolymerization, and how efficient the degradation is for 

particular products (Protasio, T. et al., 2013).  Hierarchically structured zeolites are 

widely used in these depolymerization processes due to their unique solid acidity and 

tunable pore structures.   

1.1.3 Lignin Depolymerization Product Upgrading 

The liquid bio oil from lignin depolymerization contains a significantly high 

oxygen content (up to 40 wt.%) and upgrading is required prior to its use as high-valued 

chemicals and fuels.  Hydrodeoxygenation (HDO) serves as an efficient way to 

simultaneously reduce the O/C ratio and increase the H/C ratio of bio oil to improve its 

quality. HDO of bio-oil is done using two kinds of traditional hydrotreating catalysts, but 

with either transition metal or precious metal loaded on solid acidic supports with 

hierarchical porous structure.  Product yields from these catalysts are either partially 

hydrogenated oxygen-containing ones, e.g. phenol, catechol, cyclohexanol, or totally 

hydrogenated compounds such as benzene and cyclohexane.  Serious catalyst 
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deactivation arises because of the low stability of the lignin depolymerization product 

molecules.      

1.2 Objectives and Approaches 

In this dissertation project, we focus on investigating zeolites with appropriate 

acidity and unique pore structure to improve the lignin depolymerization in supercritical 

ethanol and its product from further upgrading with hydrodeoxygenation processes. 

Specifically, the following objectives and approaches are adopted: 

1.2.1 Investigate Roles of Acidity and Pore Structures of Zeolites on Lignin 

Depolymerization in Supercritical Ethanol 

We first examined the role that the solid acidity and pore structure of different 

zeolites play on lignin depolymerization in supercritical ethanol from the following 

aspects: 

1. compare the lignin depolymerization performance on zeolites with similar 

micropore size (HZSM-5 and HBeta types) and similar solid acidity (HBeta 

and HY types), 

2. compare the lignin depolymerization performance over zeolites with the same 

microporous structure but different acidic strength tailored by various ion-

exchange levels, 

3. compare the lignin depolymerization performance over HZSM-5 and HY 

zeolites with fin-like and worm-like mesoporous structures and their 

counterparts with exclusive micropores, 

4. targeting effective cleavage of the C-O-C and C-C linkages on lignin structure 

and yield of phenol products. 
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1.2.2 Explore Hydrodeoxygenation of Bio-Oil Component with New Palladium 

Catalyst Supported on ZSM-5 with Novel Mesoporous Structure (Pd/Meso-ZSM-5) 

We then examined the hydrodeoxygenation of a classical lignin depolymerization 

product component, guaiacol, over Pd/Meso-ZSM-5 from the following aspects: 

1. how the new catalyst system contributes to guaiacol conversion and product 

distribution when compared with those supported on conventional 

microporous ZSM-5 counterparts,  

2. how the new catalyst system contributes to improvement on diffusion and 

accessibility of active sites inside Meso-ZSM-5 with its unique hierarchically 

porous structure, 

3. how the new catalyst system contributes to the improvement on anti-coking 

performance at various temperature conditions when compared with catalyst 

supported on conventional microporous ZSM-5 zeolites. 

1.3 Dissertation Structure 

Chapter 1 outlines the research problems and objectives of this research project. It 

also introduces briefly the research approaches and organization of this dissertation. 

Chapter 2 provides a literature review of relevant research work. This review includes the 

overview of biomass, bioenergy, and bio-oil, various lignin depolymerization processes, 

lignin depolymerization product upgrading through hydrodeoxygenation, and the current 

state of one major catalyst and catalyst support—zeolites widely used in both lignin 

depolymerization and depolymerization product upgrading processes. Chapter 3 

investigates the important roles acidity and pore structure of different zeolites play in 

lignin depolymerization in supercritical ethanol process. Chapter 4 demonstrates the great 
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potential of palladium/ZSM-5 with unique mesoporous structure catalyst in bio-oil 

upgrading. Chapter 5 summarizes the findings of the entire dissertation and recommends 

some work worthy of further exploration.  
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CHAPTER 2 

 

LITERATURE REVIEW 
 

2.1 Biomass as a Renewable Energy Source 

Increased worldwide dependence on non-renewable fossil fuels and their 

excessive use, particularly as transportation fuels, has caused serious consequences; 

foremost are global warming and potential energy crises (Pang, S. et al., 2010).  Overuse 

has resulted in dwindling fossil fuel reserves, which may greatly impact our daily lives as 

well as the energy supply security and economic development of many countries (Guo, 

M. et al., 2015).  Increased greenhouse gas emissions, chiefly carbon dioxide of which 

two-thirds is caused by road transportation, is considered as directly responsible for 

global warming (Guo, M. et al., 2015; Pang, S. et al., 2010; Protasio, T et al., 2013). 

These challenges have triggered the investment and involvement in the utilization of 

renewable energy, which is nowadays the subject of multiple government policies (Guo, 

M. et al., 2015). Among a variety of renewable energy forms, bioenergy and biofuel 

alternatives seem attractive for multiple reasons.  In terms of greenhouse gas emissions, it 

can thus be said that that biomass is simply solar energy that has been captured.  And, 

increasing the use of this bioenergy is a prime opportunity to reduce emissions of fossil 

fuels (Bernier, P. et al., 2013). In addition, for many countries, biomass is abundant and 

the use of bioenergy accounts for a sizeable volume of renewable energy production 

(Castillo-Villar, K. K. et al., 2014).   
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Because of advantages, including no harmful emissions and abundant energy 

production, the use of bioenergy has drawn great attention from many countries in the 

past decade as an excellent source of alternative energy.  In the EU, for example, reliance 

on fossil fuel has increased in the past few decades to the extent that nearly 84% of the 

transport fossil fuel is imported (Guo, M. et al., 2015).  In the United States, government 

policy directives require 100 billion liters of biofuel by the year 2022 (Roth, B. et al., 

2015).  However, great challenges still exist on its massive and economical use. For 

examples, biomass is bulky with a low energy density, and issues with its seasonal supply 

are the primary obstacles precluding the use of biomass as a feasible energy source. 

Another hindrance is logistics costs.  Besides the price, it is still debatable on the 

economic and environmental benefits bioenergy can bring to the world. We believe the 

answers are heavily dependent on which region is designated for its product, what kind of 

conversion technologies are available, and what products we receive eventually from this 

natural renewable energy format.  

Plant biomass thus has been acknowledged as the most likely choice for fuels and 

energy (Pang, S. et al., 2010). Investigations have been done on materials like forest 

residues including wood chips and sawdust as well as similar agricultural residues such 

as grass and crop waste (e.g., rice husks, coffee waste, sugar cane bagasse and bamboo 

cellulose pulp) (Pang, S. et al., 2010; Protasio, T et al., 2013). These forms of biomass 

are obtained from trees or crops that absorb carbon dioxide (CO2) needed for 

photosynthesis so that they may grow.  Large scale production of such biomass can not 

only increase profit of local businesses, but also potentially reduce the emissions of 

greenhouse gases, making the bioenergy production process become essentially a 
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supportable, renewable, and carbon dioxide neutral energy resource (Pang, S. et al., 

2010). When properly managed, this allows not only replacement of fossil fuels (Roth, et 

al., 2015), but also benefits to the ecosystems of developing countries where the halting 

of deforestation, soil degradation, and enhancement of the carbon pool reduces 

greenhouse gas emissions considerably.   

Assessment of sustainable bioenergy from forest products is fundamental in 

biofuel production and the search for alternative energy sources (Sacchelli, S. et al., 

2016).  Biomass extraction can be done on multiple levels in an ecosystem and can be 

analyzed using multiple parameters.  Wood and energy supply and demand can be based 

on regional levels, and should not be localized so that more diverse evaluations can be 

made.  Territorial features should not be limited to only reduction of CO2 emissions, but 

should encompass factors like forest fire risk reduction, estimation of biomass supply and 

demand, biomass quality, and local environment characteristics (Sacchelli, S. et al., 

2016).   Particularly, this is when reforestation and regeneration of crops is a factor 

(Zanchi, G. et al., 2012).  Annual crops and felled forests cause a delay of many years to 

renew.  This time period causes a delay between emissions of biofuels and their renewal 

or regrowth (Zanchi, G. et al., 2012). 

All biomass has three major components, cellulose, hemicellulose, and lignin. 

Lignocellulosic component is the most abundant polymer on earth and is the waste of 

agriculture business, but is the product produced in pulp mills and used for paper and 

packaging business (Chen, J. et al., 2016). Lignocellulosic biomass components are the 

primarily byproduct of these industries. Lignin’s high density gives a high combustion 

yield and thus great heating values (Protasio, T. et al., 2013).  Fifty million tons of lignin 
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is estimated to be produced annually across the world, among which one third is burned 

to produce waste heat and electricity in the paper mills themselves. Such large quantities 

provide an almost unlimited supply for the manufacture of biofuels.  Separating cellulose 

in the lignin-hemicellulose matrix increases its degradation by enzymatic or other means 

to convert each component into useable forms of chemicals and fuels that is imperative to 

their full utilization. The lignin molecule structure consists of a guaiacly, syringyl, and p-

hydxoyphenly propane units in a three-dimensional configuration (Chen, J. et al., 2016).   

Traditionally, pyrolysis is used to convert the ligninocellulosic biomass into small 

molecules containing aromatic ring structures.  Desirable other functional groups 

produced are phenolic hydroxyl, alcoholic hydroxyl, and meothxy and carboxyl groups.  

These latter groups give lignin a highly reactive nature, and so the lignin is subjected to 

further processing into renewable biofuels.  Progress has been made on lignin 

decomposition rates, the product yield and selectivity of its diverse products, and 

potential applications of decomposition products (e.g., propanone and phenol 

compounds) as gasoline and jet fuel in internal combustion engines without any need for 

modification to those already existing engines. 

2.2 Lignin Depolymerization 

Due to its high energy content, lignin is used as a fuel energy source, with over 

95% of all produced lignin has been for fuels and combustion (Wang, H. et al., 2013). 

Lignin depolymerization is intended to convert lignin from a complex compound into 

small but high-valued aromatic chemical molecules to be used as fuels and other basic 

chemicals, instead of simply burning for heating  (Wang, H. et al., 2013; ArneStahl, A. et 

al., 2014). Some lignin types, particularly those containing sulphonates, can be made into 
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vanillin and similar products. Depolymerization of lignin is also useful for a variety of 

transportation fuels (Wang, H. et al., 2013).  Butanol and biodiesel are of particular 

importance (Welker, C. et al., 2015).  Such applications are shown considerable increase 

in use as petroleum prices escalate and demand for renewable energy increases (Wang, 

H. et al., 2013). 

As for lignin, it is comprised of polyaromatics with several basic phenol units 

(i.e., coumaryl, coniferyl, and sinapyl), which can become high-value aromatic feedstock 

and/or high-quality fuels. Pyrolysis (or other thermal processes) and solvent assisted 

processes have been introduced to help improve the cleavage efficiency of C-O-C and C-

C linkages in its structure to release the rich phenol-type aromatics. There are three main 

classes of potential processes under consideration for depolymerization of lignin (Roth, 

B. et al., 2015).  They are high temperature thermal conversion, gasification, or pyrolysis 

that deliver light gaseous and condensable molecules that are subsequently transformed 

by established chemical processes. Renewable fuels can be similarly produced using 

pyrolysis and gasification. The products of these processes may further be transformed 

into aromatic compounds including benzene, toluene, xylene, and phenol through 

Fischer-Troph conversion of syngas, low temperature catalytic or enzymatic conversion 

that lead to high value products (Roth, B. et al., 2015).  

Most methods of depolymerization create poor products in low yields, but the 

depolymerization of oxidized lignin in acidic conditions can improve yields.  Rahimi, et 

al. (ArneStahl, A. et al., 2014) proposed a method that used aqueous formic acid to 

depolymerize oxidized lignin, primarily by C-O-C bond cleavage, with a more than 60% 

yield of low molecular weight aromatics (ArneStahl, A. et al., 2014).  But oxidation 
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causes some loss of carbon from lignin structure, making direct depolymerization a more 

favorable process in lignin utilization. However, lignin’s complex structure makes it 

challenging to direct degrade completely.  This has resulted in recent efforts in using 

catalysts to decompose the lignin. Catalysis have high activity, selectivity, and stability 

and so lend themselves well to use in lignin-to-chemicals conversion and the liquid 

products are then readily used in place of fossil fuels for energy sources and other 

valuable feedstocks (Chen, J. et al., 2016).      

2.2.1 Thermal Depolymerization 

When lignin undergoes pyrolysis, it is subjected to temperatures ranging from 

300-1000 °C in the absence of air. Thermal decomposition of lignin results in three 

groups of products (Lou, R. et al., 2010).  They are the condensed liquid, the solid, and 

light gas. Because all plants vary in their chemical composition, this causes variations in 

the decomposed lignin product composition (Lou, R. et al., 2010).   The solid is called 

the biochar and the light gas contains the CO, CO2, CH4, and other trace light 

hydrocarbon gases.  The condensed liquid contains the hydrocarbons, aromatics, ketones, 

and phenolics as the bio-oil. Among all products, liquid bio-oils are the most abundant, 

generally comprising three-fourths of the total products of lignin thermal decomposition 

(Sukhbaatar, B. et al., 2009).   

Other useful organic products in bio oils include acids (Sukhbaatar, B. et al., 

2009; Nimmanwudipong, T. et al., 2011).  Acetic acid and formic acid are prime 

examples of water-soluble components useful for food products (Abdullah, N. et al., 

2013).  These can be removed from the biofuels using ion-exchange resins made by 

produced phenol-formaldehyde resins.   Lignin biomass is also a source of methyl tert-
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butyl ether, ethyl tert-butyl ether, and tert-amyl methyl ether (Dautzenberg, G. et al., 

2011).  These alkyl ethers improve combustion efficiency and enhance the octane number 

in gasoline.  Biomass feedstocks are rich in heteroatoms, O and N, unlike typical 

petroleum-based feedstocks (Luque, R. 2014).  Typical feedstocks are high in C and H.  

Removal of C and H require multiple steps to remove these molecules generating large 

heat losses.  These difficulties in crude oil processing are insignificant when processing 

biomass to biofuels because the biomass feedstocks are in a comparable energy state as 

the products (Luque, R. 2014).  Structurally, biomass contains cellulose and lignin 

(Mohammed, I., et al., 2015; Hughes, S. et al., 2014).  Because lignin has a complex 

structure, it is difficult to separate it from lignocellulosic biomass for conversion to useful 

products without extensive alteration.  These readily lend themselves to bio-oil 

production. Structural analysis shows that biomass has considerable cellulose and lignin 

contents which are good candidates for good quality bio-oil production. And, these have 

low levels of sulfur and nitrogen, and produce little char when thermally decomposed, 

making them quite environmentally sound (Mohammed, I., et al., 2015). 

2.2.2 Solvent Assisted Depolymerization 

Typical pyrolytic processes result in extensive formation of char due to reactions 

in which carbon centered radicals recombine and form new C-C linkages. Therefore, it is 

necessary to use other methods for conversion to biofuels. No practical methods exist for 

depolymerizing lignin using microorganisms or biological methods because lignin is not 

a good metabolic carbon or energy source (Chai, L. et al., 2014).  New investigation 

comprises using solvents as conversion agents, often in the presence of catalysts (Singh, 

S. et al., 2014).  Catalysts include water, acids, bases, methanol, ethanol, and ethylene 
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The H2-TPR signals of both catalysts are shown in Figure 4-5. As in H2-TPR, a 

positive peak means hydrogen consumption while a negative peak is tied with the 

occurrence of hydrogen desorption from catalyst surface. For palladium catalysts, 

negative H2-TPR peaks could come from two processes: one is associated with H2 release 

from the decomposition of palladium hydrides near 105 °C and the other is contributed 

by the desorption of spillover hydrogen on the support material in which that desorption 

temperature is around 200 °C 29. As shown in Figure 4-5, the major negative peak for 

Pd/Meso-ZSM-5 catalyst is around 125 °C while the major negative peak for Pd/ZSM-5 

catalyst is around 220°C, both shifts 20 °C from the two characteristic H2 desorption peak 

positions from the literature. Considering H2-TPR procedure and/or instrument 

difference, our results suggest that the pronounced H2 desorption peak on the H2-TPR 

curve of Pd/Meso-ZSM-5 is attributed to the decomposition of palladium hydride, though 

a minor negative peak is also shown around 220 °C due to the spillover hydrogen. In 

contrast, the major H2 release signal for Pd/ZSM-5 comes from the spillover hydrogen 

over microporous zeolite support. Consider there is more accessible surface area on 

Meso-ZSM-5 than what on microporous ZSM-5, we can further claim that most surface 

area of catalyst support in Pd/Meso-ZSM-5 is covered by palladium particles than what 

in Pd/ZSM-5. In another word, the ZSM-5 support of Pd/ZSM-5 catalyst has more 

exposed surface (i.e., uncovered by palladium particles) to allow significant hydrogen 

spillover effect. With the same Pd impregnation dosage, this means averagely smaller 

size and better dispersion for palladium particles over Meso-ZSM-5 than what on 

microporous ZSM-5. More palladium surface is accessible to H2 probe molecules to form 

palladium hydrides (and release H2 during later TPR test) (Gomez-Quero, S., et al. 2008), 
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rather than spillover on the support surface. Similar findings are also reflected in the 

chemisorption analysis results on palladium particle size and dispersion (Table 4-1). A 

broad positive peak ranging from 300 oC to 400 oC appears in both H2-TPR curves. This 

is attributed to the reduction of palladium oxides that interact strongly with some specific 

acidic sites of ZSM-5 support. Protons in zeolite crystals enhance the chemical anchoring 

of palladium species, making them more difficult to get reduced (Sachtler, W. M. H. and 

A. Y. U. Stakneev, 1992). With similar acidity profiles for Meso-ZSM-5 and 

microporous ZSM-5 support (proved by NH3-TPD results shown in Figure 4-1b), the 

reduction temperature position of this positive peak is unchanged for both zeolite 

supports, implying their similar interaction strength with palladium oxides in certain 

acidic sites. However, the better-defined peak shape and greater peak area for Pd/Meso-

ZSM-5 catalyst again suggest more Pd2+ ions are stabilized there on Meso-ZSM-5. 

Additional broad positive peak centered at 500 oC is also found on the H2-TPR curve of 

Pd/Meso-ZSM-5 catalyst, which is not shown for Pd/ZSM-5 catalyst. This indicates that 

chemical anchoring of palladium clusters occurs on acidic sites of various acidic sites of 

Meso-ZSM-5. Considering two zeolite supports (i.e., ZSM-5 and Meso-ZSM-5) have the 

same acidity profile but different porous structure, it is reasonable to attribute such 

difference to the accessibility of those acidic sites within the hierarchical porous structure 

of Meso-ZSM-5. The different porous structures between Meso-ZSM-5 and microporous 

ZSM-5 results in binding diversity of palladium species on them, which could further 

cause various catalytic behaviors. 
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4.2.8 Evaluation Guaiacol Hydrodeoxygenation Performance 

Most studies on guaiacol HDO were conducted at high temperature and high H2 

pressure conditions to achieve reasonable conversion (Sun, J., et al. 2014; Zhao, H. Y., et 

al. 2011; Olcese, R. N., et al. 2012; Zhao, C. and J. Lercher, 2012; Zhu, X., et al. 2011). 

However, relatively low reaction temperature and H2 pressure are often preferred in 

industrial practice to compromise overall requirements among HDO efficiency, overall 

energy consumption, and coking formation issues. Therefore, our comparison of guaiacol 

HDO performance between Pd/Meso-ZSM-5 and Pd/ZSM-5 was made at relatively low 

temperature (150-250 oC) with a H2 pressure of 4 MPa.  

The conversion of guaiacol and its HDO product distribution strongly depend on 

the reaction temperature. As shown in Figure 5a, both catalysts are very inactive in 
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Figure 4-5: H2-TPR profile of Pd/Meso-ZSM-5 and Pd/ZSM-5 catalysts 
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guaiacol HDO reactions at 150°C. For Pd/ZSM-5, less than 5 % guaiacol is converted 

after the 5-hour reaction period. Despite having more accessible active sites and 

improved intra-particle diffusion, even Pd/Meso-ZSM-5 gets only 19% guaiacol reacted. 

The main products of guaiacol HDO at this temperature include monoxygenated 

compounds such as cyclohexanone (~11% of the total test sample, as shown in Figure 4-

6b). This suggests that hydrogenation of guaiacol could occur, though not effective, over 

ZSM-5 supported palladium catalyst surface at 150 oC. Under such a low HDO 

temperature, the benzene ring saturation dominates all involved reactions while 

deoxygenation is largely limited to the removal of methoxy groups on guaiacol molecular 

structure so that more than 50% of all HDO products is cyclohexanone. Oxygenate-free 

products are very low, suggesting deep deoxygenation reactions (e.g., removal of the 

phenol hydroxyl group) are far from competitive with hydrogenation of benzene ring at 

this low temperature.   

 

 

 

Figure 4-6: (a) Guaiacol conversion and (b) product distributions over Pd/Meso-ZSM-5 

and Pd/ZSM-5 at a hydrodeoxygenation temperature of 150°C 
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Elevating the reaction temperature to 200 °C significantly improve the activity 

and selectivity of both catalysts in guaiacol HDO reactions (Figures 4-7a, 4-7b, and 4-8). 

With the HDO reactions continue, the conversion of guaiacol climbs rapidly to ~84% 

over Pd/Meso-ZSM-5 and ~36 % over Pd/ZSM-5 within the 5-hour reaction time (Figure 

4-7b). Complete deoxygenation and hydrogenation become very efficient with main 

HDO products saturated, oxygenate-free cyclohydrocarbons such as methylcyclohexane, 

cyclohexane, and methylcyclopentane (Figures 4-7a & 4-8c), whose percentage in all 

products accumulates quickly with reactions ongoing (Figure 4-7c). Compared to what 

occurred over Pd/ZSM-5 catalyst, the guaiacol HDO degree on mesoporous zeolites 

supported one (i.e., Pd/Meso-ZSM-5) shows a 2.5 fold increase after the 5-hour reaction 

period and the oxygen-free and ring-saturated products reach 72% of the total test 

samples (Figure 4-8). In contrast, only ~31% of similar products are received over 

Pd/ZSM-5 catalyst. The incomplete guaiacol conversion allows detection of intermediate 

HDO products. Some monoxygenate compounds such as cyclohexanone are found in the 

products and their presence starts from the beginning of the HDO reactions over 

Pd/Meso-ZSM-5 catalyst, with a total partition slowly accumulated from ~4.8% to 11.3% 

of all compounds in the test samples within the 5-hour reaction period (Figure 4-7c). For 

Pd/ZSM-5 catalyst, such percentage is ~5.9% after the 5-hour HDO reaction period 

(Figure 4-6c). Based on the position of remaining oxygen molecules on these partially 

deoxygenated intermediates, the scission of aromatic-methoxy bonds seems much easier 

than the breakdown of the phenol hydroxyl groups. A small quantity of aromatics (e.g., 

cyclohexyl benzene) is also detected in HDO product and their percentage steadily rises 

with continuous consumption of guaiacol (Figure 4-7c). Despite the similar kinetic 
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profile, the partition of these unsaturated, oxygenate-free hydrocarbons (i.e., aromatics) 

always falls behind that of monoxygenate compounds 5% or more in the test samples. 

This further supports the suggested HDO routes over palladium catalyst -- hydrogenation 

has a higher priority to saturate the benzene ring so that benzylation reactions only occur 

when enough monoxygenate HDO intermediates accumulate in the reaction system. 

However, the competition between hydrodeoxygenation and hydrogenation alone 

(suturing the benzene ring) always exists, depending on the reaction temperature. As 

hydrogenation favors low temperature operation as long as having enough dissociated 

hydrogen while deoxygenation requires much higher reaction temperature to break down 

C-OH bonds of phenols, further increase of the HDO temperature could shift this reaction 

preference to deoxygenation dominated routes (Figure 4-9a). 
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Figure 4-7: (a) GUA HDO reaction routes, (b) GUA conversion, and (c) kinetics 5-hour 

HDO reaction of GUA at 200C over Pd/Meso-ZSM-5 and Pd/ZSM-5 catalysts 
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To verify this hypothesis, we further elevated the reaction temperature to 250°C. 

At this temperature, notwithstanding, the guaiacol conversion gets further improved. 

Within only 3 hours, guaiacol is completely reacted over Pd/Meso-ZSM-5 and this takes 

only slightly longer for Pd/ZSM-5 (i.e., 4 hours), as shown in Figure 4-9b. More 

important, the HDO product composition is significantly changed. Despite its more 

diverse products, only oxygen-free compounds were detected, indicating the effective 

deoxygenation ability of both catalysts at 250 °C. Besides deoxygenation, the high 

3.12%
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8.2%

28.17%

26.35% 13.67%

  GUA   Methylcyclopentane   Cyclohexane 
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5.87%

10.85%

9.85%

10.31%

63.12%

  GUA   Methylcyclohexane   Cyclohexane 

  Methylcyclohexane   Cyclohexanone

Figure 4-8: The products distribution after 5-hour HDO reaction of GUA at 200 °C over 

Pd/Meso-ZSM-5 (a) and Pd/ZSM-5 (b) catalysts. Note: most "unsaturated, oxygenate-

free" products overlay with "aromatics" except the former include olefins. 
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temperature also triggers other endothermic reactions such as methanization of aromatic 

rings. Unlike at 200 °C that oxygen-free and ring-saturated products dominate, these 

compounds account only 3% of all products over Pd/Meso-ZSM-5 and 6% over Pd/ZSM-

5 at 250 °C (Figure 4-10). In contrast, the percentage of heavy polymethylated aromatic 

products, such as methylated benzene (i.e., toluene, dimethyl benzene, ethyl benzene, 1-

methyl, 2-ethyl benzene, and tri-methyl benzene) and methylated cyclohexene (i.e., 

methylcyclohexene and dimethylcyclohexene), increases rapidly with HDO ongoing 

(Figure 4-9c) and eventually contribute over 94% of all products for both catalysts after 5 

hours. These results together suggest that deoxygenation overturns hydrogenation as the 

dominating process at 250 °C. Similar phenomena have also been found in guaiacol HDO 

process over Co and Ni catalysts (Tran, N. T. et al. 2016; Luo, Y. R., 2007). This is 

reasonable as exothermic reactions such as benzene ring saturation become unfavorable 

at elevated reaction temperature when compared with endothermic reactions like 

hydrogenation. Further hydrogenation of benzene rings after the removal of methoxy 

group therefore becomes less competitive than deoxygenation. Deep deoxygenation on 

the hydroxyl group of phenols also activates  and  hydrocarbon groups on the benzyl 

ring, triggering polyalkylation reactions at elevated temperature. Such reaction preference 

shift (i.e., from hydrogenation domination to deoxygenation domination) results in 

significant amount of heavy polymethylated aromatics in the HDO product of guaiacol at 

250 °C. 
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Although the high HDO temperature helps improve the guaiacol conversion and 

deoxygenation degree, unsaturated, polymethylated aromatics are formed, which, if 

presenting a large quantity within molecule transport pathways inside catalyst, would 

quickly accumulate on its active sites as coke and deactivate the catalyst. For our case, 

after the 5-hour HDO reaction, the used Pd/Meso-ZSM-5 catalyst still retained its 

original gray color while the used Pd/ZSM-5 catalyst turned to brown (Figures 4-11a & 
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Figure 4-10: Products distribution after 5h HDO reaction of GUA at 250 °C over 

Pd/Meso-ZSM-5 (a) and Pd/ZSM-5 (b) catalyst. Note: most "unsaturated, oxygenate-

free" products overlay with "aromatics" except the former include olefins 
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4-11b), indicating their different coking situations. The amount of coke on both catalysts 

was further quantified with TGA. As shown in Figure 4-11c, besides the early 4% mass 

loss contributed by water adsorbed on catalyst samples, additional ~8% mass loss occurs 

over Pt/Meso-ZSM-5 catalyst owing to the decomposition of coke deposited on catalyst 

during the 5-hour HDO reaction. For Pd/ZSM-5 catalyst, the formed coke contributes a 

mass loss of 12% (or a 50% increase) in TGA measurement. Such coking formation 

difference is believed the result of additional mesopores and multiple-scale 

reactant/product diffusion highways created in Pd/Meso-ZSM-5 catalyst, which largely 

mitigate the formation of rich hydrocarbon pool that is often seen in catalysts with only 

microporous structure such as Pd/ZSM-5 in this work. Besides molecule transport 

promotion within catalyst, the unique hierarchically porous structure of Meso-ZSM-5 

also makes palladium particles better distributed over the zeolite support surface to gain 

more accessible activate sites to slow down their deactivation. All these merits benefit the 

better guaiacol HDO performance over Pd/Meso-ZSM-5 than what on Pd/ZSM-5 at 

relatively low temperature (150-250 °C). 
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4.3 Conclusions 

In summary, new mesoporous zeolites ZSM-5 (Meso-ZSM-5) is successfully 

produced from aluminosilicate nanogels under solid-state crystallization conditions 

without hydrothermal synthesis and assembly process. These ZSM-5 zeolites have unique 

hierarchical pore geometry created by joining and stacking of many zeolite nanocrystals 

at adjacent crystalline edges. A hydrodeoxygenation process was used to effectively 

upgrade the important bio-oil compound, guaiacol.  For this process, palladium was 

loaded and well dispersed on Meso-ZSM-5 to form Pd/Meso-ZSM-5 catalyst. Attributed 

to fast diffusion and easy accessibility for reactants and/or products, the formed catalyst 

shows superior catalytic conversion and anti-coking performance at various temperature 

conditions when compared with catalyst supported on conventional microporous ZSM-5 

Figure 4-11: Optical photos of Pd/Meso-ZSM-5 (a) and Pd/ZSM-5 (b) after 5-hour GUA 

HDO reaction at 200 °C; (c) TGA results of coking evaluation on these catalysts 
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zeolites. These results demonstrate the great potential of Pd/Meso-ZSM-5 catalyst in bio-

oil upgrading and other hydrotreating reactions involving bulky molecules. 
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CHAPTER 5 

 

CONCLUSIONS AND FUTURE WORK 
 

5.1 Conclusions 

The acidity and pore structure of different zeolites effect on lignin 

depolymerization in supercritical ethanol has been examined.  Those zeolites include that 

with similar pore size, HBeta and HZSM-5, and those with similar acidity, HBeta and 

HY.  Further examination into lignin depolymerization included evaluation of mesopores 

and micropores of HZSM-5 and HY zeolites.  HBeta and HY, due to their strong acidity, 

were found to break down the lignin structure to produce phenols, while HZSM-5 having 

less acidity broke down the ether bonds.  The hierarchically porous structure of the 

zeolites allowed them to utilize the acidic sites to break down bulky molecules.  With 

bulky lignin, diffusion becomes less severe and acidity becomes dominant in selectivity 

of lignin depolymerization products.  This allows tailoring of the design of zeolites which 

decreases plant material waste and promotes the conversion of aromatic units into high-

value chemicals and fuels.   

Palladium loaded on new ZSM-5 zeolites with unique hierarchically porous 

structure (Meso-ZSM-5) synthesized by solid crystallization from aluminosilicate 

nanogels. Such mesoporous zeolites (Pd/Meso-ZSM-5) showed well dispersion on zeolite 

nanocrystals.  Attributed to fast diffusion and easy accessibility for reactants and/or 

products, the formed catalyst shows superior catalytic conversion and anti-coking 
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performance at various temperature conditions when compared with catalyst supported 

on conventional microporous ZSM-5 zeolites when used for lignin depolymerization 

product upgrade by hydrodeoxygenation process. Ring saturated hydrocarbons are largely 

produced at 200 °C when hydrogenation dominates while alkylated aromatics become 

major HDO products as deoxygenation becomes favorable at 250 °C. These results 

demonstrate the great potential of Pd/Meso-ZSM-5 catalyst in bio-oil upgrading and 

other hydrotreating reactions involving bulky molecules. 

5.2 Future Work 

The findings of this project on the roles of solid acidity and porous structures of 

zeolites on lignin depolymerization provide important guidelines on the selection and 

design of zeolites to further facilitate lignin depolymerization or other cracking processes. 

Only Kraft lignin was used in the studies in this project. Other types of lignin such as 

organosolv or alkaline lignin are also worthy of investigation to find out the validity of 

the revealed relationships between acidity and porous structure of zeolites to the 

depolymerization performance, particular the yields of phenols with single benzene ring 

and the intermediate products such as 1,2-Dimethoxy-4-(1-methoxyethenyl)benzene. 

Model molecules mimicking a variety of bonds (e.g., the C-O-C and C-C linkages) within 

the molecular structure of lignin could be used to simplify the analysis and correlation on 

how zeolites with particular acidity and porous structures perform to cleave these bonds. 

The possibility of using the mixture of zeolites of different types to tailor the overall 

acidity, and porous structures is also worth to explore on the contribution to effective 

lignin depolymerization. Such choices of zeolites catalysts or other zeolites with unique 

porous structures such as HZSM-5 with fin-like mesopores used in this dissertation 
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project is also worthy of exploration on other biomass conversion processes such as 

catalytical pyrolysis and hydrolysis in sub-and super-critical water conditions.   

The new mesoporous zeolites used in this project were loaded with palladium and 

their hydrodeoxygenation performance was examined. Other hydrotreating catalyst 

metals, including previous metals such as Pt and Ru as well as transition metals such as 

Ni, Co-Mo, and Ni-Mo are also worthy of investigation on their hydrodeoxygenation 

performance of lignin depolymerization products as well as other hydrotreating processes 

such as HDS and HDN. Various hydrogen pressure and reaction temperature conditions 

should be examined. Other heating or energy supply schemes such as microwave heating 

and electrochemical activation of hydrogenation are also worthy of exploration. 

Zeolites are heavily involved in lignin depolymerization (with a catalyst-to-

reactant ratio often larger than 1:1) and a double-template method was used in this project 

to synthesize zeolites with fin-like mesoporous structure using traditional hydrothermal 

synthesis process. Such zeolite production requires the use of a large quantity of solvent 

(e.g., water and ethanol) which takes 70-80% volume of the high-pressure vessels used in 

hydrothermal synthesis while collects only 10-20% solid product. This not only increases 

the equipment and operation cost and energy consumption during such high-pressure 

synthesis systems, but also leaves a significant amount of toxic liquid waste containing 

alkali, silicates, and aluminates, which adds more cost on post-synthesis separation and 

additional risk of human helath and penalty on environmental pollution. These issues 

become more serious in biomass-based renewable energy processes with their 

significantly high quantity demand of zeolites, which could largely offset the potential 

benefits of these bioenergy routes considering the new pollution concerns or negative 
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impact to environment initiated by the involved zeolite industry. In the future, new, low-

cost, and environmental benign strategies sould be explored in hierarchically porous 

zeolite synthesis so that the overal lignin utilization cost can be significantly reduced to 

some comparable levels to make it competitive with the current fossil fuel product price. 
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